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JANTX1N3031B

FOREWORD

This report is a summary of the work

performed on NASA Contract NAS8-31944. The

investigation was conducted for the National

Aeronautics and Space Administration, George

C. Marshall Space Flight Center, Huntsville,

Alabama. The Contracting Officer's Technical

Representative was Mr.. F. Villella.

The short-term objective of this preliminary

study of transisters, diodes, and FETS is to

evaluate the reliability of these discrete

devices, from different manufacturers, when

subjected to power and temperature stem

stress tests.

The long-term objective is to gain more

knowledge of accelerated stress testing for

I
use in future testing of discrete devices, as

well as to determine which type of stress

should tie applied to a particular device or

design.

I This report is divided as follows: descrip-

tion of tests, figures, tables, and appendix.

I
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	1.0	 INTRODUCTION

DCA Reliability Laboratory, under Contract

NAS8-31944 for NASA/Marshall Space Flight Center,

has compiled data for the purpose of evaluating
	 --A

the effect of power/temperature step stress when

applied to a variety of semiconductor devices.

This report covers the zener diode JANTX1N3031B

manufactured by Siemens and Motorola.

A total of 48 samples from each manufacturer was

submitted to the process outlined in Table 1. In

addition, two control sample units were maintained

for verification of the electrical parametric

testing.

	

2.0	 TEST REQUIREMENTS

	

2.1	 Electrical

All test samples were subjected to the electrical

tests outlined in Table 2 after completing the

prior power/temperature step stress point. These

tests were performed using the Fairchild Model 500

High-Speed Computer-Controlled Tester. Additional

bench testing was also required on the devices.

	

2.2	 S?—ess Circuit

The test circuit shown in Figure 1 was used to

power all the test devices during the power/temper-

ature stress conditions. The voltage was set by V 

and the current was varied in order to comply with

the specified power rating for the device. At

least one of the devices was subjected to maximum

rated power (MRP). All remaining devices were

subjected to no less than 90% of MRP. See Figure 1

i
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for load resistance values and voltages.

	

2.3	 Group I - Power Stress

Thirty-two units, 16 from each manufacturer, were

submitted to the Power Stress Process. The zener

diodes were stressed in 500 -hour steps at 50, 100,

125, 150 and 175 percent of maximum rated power

(MRP) for 2 .500 hours or until 50 % or more of the

Idevices in a sample lot failed .* Electrical

measurements were performed on all specified

Ielectrical parameters after each power step. See

Table 1. ( *See Notes at end of text.)

	

2.4	 Group 	Stress I

I Thirty - two units, 16 from each manufacturer, were

submitted to the Temperature Stress I Process.

Group II was subjected to 1600 hours of stress at

maximum rated power in increments of 160 hours.

The temperature was increased in steps of 25 0 C,

Icommencing at 750C and terminating at 300 0C or

until 50 % or more of the devices failed.* Electri-

cal measurements were performed on all specified

	

I	 electrical parameters after each	 . temperature step.P

	

= I£ 	See Table 1.

	

2.5	 Group III - Tem2erature Stress II

IThirtv-two units, 16 from each manufacturer, were

submitted to the Temperature Stress II Process.

	

r	 Group III was subjected to 11. 2 hours of stress at

maximum rated power in increments of 16 hours. The

'j	 temperature was increased in steps of 250C,

commencing at 150 0C and terminating at 300 0C or

until 50% or more of the devices in a sample lot

failed. * Electrical measurements were performed
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I
on all specified electrical parameters after each

temperature step. See Table 1.

I	

3.0	 DISCUSSION OF TEST RESULTS

3.1	 Group, I ,- Power

3.1.1	 Siemens. The Siemens sample lot completed 550

I
hours of Group I Testing at which point over 50%

of the lot had failed. The lot continued

processing another 450 hours and accumulated two

more failures. The first failures occurred 50

hours into the 100% MRP step. Serial numbers 5066,

5067, 5068, 5069, 5070, 5071, 5172, 5073, 5074,

5075, 5076, 5077 and 5080 failed the maximum BV

limit. The last failures occurred 150 hours into

the 100% MRP step. Serial numbers 5063 and 5065

failed the minimum BV limit. Typical characteris-

tics of this sample lot's performance were:

1) The mean value for I  changed 6.828nA

from an initial mean of 422.5pA to a final

mean of 7.250nA.

2) The mean value for BV changed 10.00mV

from an initial mean of 28.98V to a final

Imean of 28.99V.

The control units for this sample lot remained

constant throughout the entire Group I Testing.

3.1.2	 Motorola. The Motorola sample lot completed the

entire 2500 hours of Group I Testing with only one

I catastrophic failure. The failure occurred 250

hours into the 175% MRP step. Serial number 5121

failed the maximum BV limit. Typical characteris-

tics of this sample lot's performance were:

3
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1) The mean value for I  changed

8.313nA from an initial mean of 2.997nA to

a final mean of 11.31nA.

2) The mean value for BV changed 190.OmV

from an initial mean of 29.67V to a final

mean of 29.86V.

The control units for this sample lot remained

constant throughout the entire Group I Testing.

3.1.3 Statistical Summary - Group I. Table 4 outlines

the results of Group I - Power Stress Process for

each of the electrical parameters and all

measurement points for both Siemens and Motorola.

3.2	 Group II - Temperature Stress I..ter..—...^_..^.._^_..^---
3.2.1 Siemens. The Siemens sample lot completed 1120

hours of Group II Testing before the lot was

stopped due to a failure rate exceeding 50% of the

lot. The first failure occurred 160 hours into the

1750C-temperature step. Serial number 5084 failed

the maximum BV limit. The next failures occurred

160 hours into the 2000C-temperature step. Serial
numbers 5089 and 5091 failed the minimum BV limit.

	 I

The last failures occurred 160 hours into the

2250C-temperature step. Serial numbers 5085, 5092,

5093 anti 5096 failed because of excessive I 

leakage. Serial numbers 5086, 5087, 5088 and 5090

failed the maximum BV limit. Serial numbers 5083,

5094 and 5095 failed the minimum BV limit. Typical

characteristics of this sample lot's performance

were:

1) The mean value for I  changed

333.9PA from an initial mean of 2.266nA to
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a final mean of 133.9,^A.

2) The mean value for BV changed

30.00mV from an initial mean of 28.98V to

a final mean of 29.01V.

The control units for this sample lot remained

constant throughout the entire Group II Testing.

3.2.2 Moto rola. The Motorola sample lot completed 1440
hours of Group II Testing before the lot was

stopped due to a failure rate of more than 50% of

the lot. The first failures sccurred 160 hours

into the 250 0C-temperature step. Serial num-

bers 5136, 5137, 5138, 5142 and 5145 failed the

minimum BV limit. The last failures occurred 160

hours into the 275 0C-temperature step. Serial

numbers 5133, 5140, 5141, 5144 and 5147 failed due

to excessive I  leakage. Serial numbers 5134, 5043

and 5148 failed the minimum BV limit. Typcal

characteristics of this sample lot's performance

were:

1) The mean value for I  changed

304.6mA from an initial mean of 2.125nA to

a final mean of 304.6mA.

2) The mean value for BV changed 110.OmV

from an initial mean of 29.47V to a final

mean of 29.58V.

The control units for this sample lot remained

constant throughout the entire Group II Testing.

	

3.2.3	 StatisticalrSummarX - Group 	 Table 5 of this
report outlines the results of Group II -

Temperature Stress I Testing, for each of the

electrical parameters and all of the measurement

points pertaining to both Siemens and Motorola.
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3.3	 Group III - Temper̂lce Stress Ii

3.3.1	 Siemens.  The Siemens sample lot completed 80 hours

of Group III Testing before the lot was stopped

because more than 50 % of the devices had failed.	 4_-i--A

The first failure occurred 16 hours into the

175oC-temperature step. Serial number 5101 failed

the maximum RV limit. The next failures occurred

16 hours into the 225oC- temperature step. Serial

numbers 5102, 5015 and 5108 failed the minimum BV

limit. Serial number 5111 failed the minimum BV

limit. The final failures occurred 16 hours into

the 250oC-temperature step. Serial numbers 5098,

5099, 5103, 5106, 5107, 5109, 5110 and 5112 failed

the maximum BV limits. Serial numbers 5097

and 5104 failed the minimum BV limit. Typical

characteristics of this sample lot's performance

were:

1) The mean value for IR changed 2.733PA

from an initial mean of 366.9pA to a final

mean of 2.733 A.
2) The mean value for BV changed 8.32V

from an initial mean of 29.11V to a final

mean of 37.43V.

The control units for this sam ple lot remained

constant throughout the entire Group III Testing.

3.3.2 Motorola. The Motorola sample lot completed tha

entire 112-hour Group III Testing with no

failures. Typical characteristics of this sample

lot's performance were:

1) The mean value for I  changed

15.20nA from an initial mean of 25.57nA to

a final mean of 10.37nA.

6
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2) The mean val+ie for BV changed

40.00mV from an initial mean of 29.54V to

a final mean of 29.58V.

Tha control units for this sample lot remained

constant throughout the entire Group III Testing.

3.3.3 Statistical Summary_- Group III. Table 6 outlines

the results of Group III - Temperature Stress II

Testing, for each of the electrical parameters and

all of the measurement points for both Siemens and

Motorola.

4.0	 FINAL DATA SUMMARY

Table 7 statistically summarizes the change in the

mean value from the zero-hour data to the final

data. The graphs of Figures 2 and 4 plot the

cumulative percent failures versus the temperature

stress level for Group II - Temperature Stress I,

and Group III - Temperature Stress II. The graphs

of Figures 3 and 5 plot the time step for Group II

(160 hours) and Group III (16 hours) versus the

temperatures T 1 and T2 calculated from Figures 2

and 4. Tables 8 and 9 summarize the f ilures

encountered for all three stress groups. The

failures are separated into two categories:

catastrophic failures in Table 8 and parametric

failures in Table 9. The data from Table 3 were

used as a source for the graphs in Figures 2

and 4. Figures 2 and 4 were used as a source for

the graphs in Figures 3 and 5, respectively.

.junction temperature is plotted on an inverse

hyperbolic scale.

5.0	 CONCLUSIONS

JANTXIN3031B

7
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The Motorola diodes performed much better than the

Siemens in all three of the stress groups. Motorola

experienced only'one failure in the Group I Testing

and no failures in the Group III Testing. Although

Motorola's sample lot wa3 stopped in the Grpup II

Testing, note that it was not stopped until 320 hours

after the Siemens lot. Moth the Siemens and Motorola

devices failed due to exposure to excessive tempera-

tures which, in many cases, malted the metal on the

die connections. The electrical test results suggest

that the long dwell time of the molten metal has

caused the metal to alloy with the silicon dice, thus

shorting out their junctions. Some of the Siemens

devices also had significant el,.-*rical leakage of

the glass in the glass-to-mete! 	 al. The glass was

conductive when probed either internally or externally,

with the internal conductivity being somewhat greater.

A plot showing cumulative failure distribution of

Group II was drawn for the Siemens sample lot (Figures

2 and 3) but due to an early excessive freak failure

rate in the Croup III Testing, a complete p2 of `_or

Group III could not be drawn. A complete plot could

not be drawn for the Motorola sample lot (Fi g ures 4

and 5) due to an absence of Croup III failure points.

A broken circle around a mark^d point on the graph

indicates a freak failure not calculated as part of

the regression line. A solid circle around a marked

point indicates an isolated main failure paint. Th.

regression line was calculated using the least syaaro_

method.

YI

A
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NOTE:

* Conditions for failure:

A)	 Open or short

9)	 Leakage exceeds the ma

C)	 Other parameters excee

I

=	
I

p	

I

(

^I

41^

I

I

I

I
10



JANTX1N3O31B

ZENER DIODES

n

R = VZ : 1.75 
IZMAX 

±50%

Pd = VZ 2 : R

FIGURE l
Temperature/Stress Circuit

for JANTXlN3031B

I
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TA 1112 1
,	 TEST FL'>_V DIAGRAM

INITIAL

ELEcrRICAL

1	
TESTS

Per Table 2

(2) 1 	16)*	 (1W	 OW
Temperature Step	 Temperature Step

I	 Non-Operating	 Power Stress	 Stress I	 Stress II
Control Group	 TA	 25°C	 100 Percent MRP	 100 Percent MRP

Note 3	 Note 4

0.50 MRP

	

500 Hours	 TA	 75 C	 TA	 150 C

INote 1	
t = 160 Hours	 t - 16 Hours

	

1.0 MRP	
T	 100°C	 T	 175°C

	

500 Hours	
A	 A

Note 1	
t = 160 Hours	 t = 16 Hours

I	 1.25 MRP	 T = 125°C	 T = 200°C

	

500 Hours	 A	 A

	

Ft = 160 Hours	 t = 16 Hours
Note 2

1.5 MRP

	

500 Hours	 25°C Steps	 25°C Steps

Note 2

__T_	 77^
	1.75 MRP	 TA = 300°C	 TA = 300°C

500 Hours
t = 160 Hours	 t = 16 Hours

Note 2

*Quantity per manufacturer (SIEMENS AND MOTOROLA)

.J	 NOTES:

1) Electrical measurements per Table 2 were made at 50, 150, 250 and 500 hours.

2) Electrical measurements per Table 2 were made at 10, 25, 50, 150, 250 and 500 hours.

3) Electrical measurements per Table 2 were made at the end of each 160 hours.

4) Electrical measurements per Table 2 were made at the end of each 16 hours.

16



TAB!
PARAMETERS AND

i

PARAMETER CONDITIONS

SPEC.	 LIMIT CAT. LIMIT

UNITSMIN MAX MIN MAX

IR
v  

= 22.8V - 10 1000 uA

BV I 	 = 8.5mA
28.5 31.5 14.25 47.25 V

NOTES:

1J	 In addition, any open or short shall be considered catastrophic.

TABL
POWER STRESS B1

v  = 30V

I Percent PD

16.65mA 50

33.3mA 100

41.62mA 125

49.95mA 150

58.27mA 175
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IIirVA

1
NOTE

I	 FOR TABLES

4 THROUGH 7

1

The minimum/maximum initial and final

data generally have an absolute accuracy

of +1% of the reading and + one digitI except for readings greater than 9.99rA

which have an absolute accuracy of + 2%

of the reading and + one digit. The data

also have a resolution for four digits.

The standard deviations, means, delta

means, and average means are, therefore,

valid indicators of trends over time and

temperature, excepting the minor

statistical computer error of supplying

a constant number of significant digits.

JANTXlN303lB

18



or

19	 (1)ZO-0091# wJOA VII



N

w
O
N

d

in ON

0
x

a

I

1	

N

N

W

w

fVW t

_a

'O G

ONuaV 
E
U)

a
^ W3
as
H

i
't

JANTXIN30JIB

>̂
n H O>+^n 6co	 %D cn

9Im9999000000 9919cl19g00000 ^^^ e
NON	 co 00

O
•^
P'f Tr 00.yC^ N

NMNcn
00000 0
u1Nm

000000
m 00 N00 0N CA^+O^N1

NcnNM
n 1	 1	 1	 I	 1	 1 i	 I	 1	 1	 •^ n

z
N

>
O N

>:r>
^O O+ m O

a
H

>> > o
C%ON O% O

ao p m to
N 000% 00 O co 00 00 O
p> rN NNN-4 NNNO

PO '7

d^^^ ddd-Cenr- Ln0	 V4	 fnn d c c^F a O a` -a 0. a o. a N ^ LM M Q. c•1 O+ -+ 0. 0 •-1 en
0

oNO0%^ 0000 7 v1 com	 %D 0% m o 0r1 n
O %D N O^ C0 N 'O •-+.44 00 O aT -+ N
^n N 0 O co .7'1--4-4
.r Ln .-i ^v M .7 co

I	 1	 1	 1

^v d W

aO
eNa a.odd a

H
^ C ^ QQC
UliLM00O

a
a

tY.

W
to

000-110
O •-^N n O NNN Q

H
> %0 n n n 0

1 N C
ti

Vf
H

X dP
^r1J n.

z O O W
d

H ~ -j ec a

OC
W1 -W

d
d

{A
Z
O
—F-
z
ZoV

!^

W
1-
ZWO

Q
O

J
4
F-
=

Z_

W W
O a
J J	 >Q Q	 wO

z
Z X Q O
—W i^
Z	 =of

d
O

3:—a
W
Mẑ
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JANTX1N3031B
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a

FAILURE ANALYSIS

Date	 27 November 1978

JIN 2CN242-35B PIN	 1N3031B	 MFR SIEMENS

I
End points: End point:
14.25-47.25V 1.OmA Max.

PIV INITIAL INITIAL
SIN —volts— I 	 @ VF @ REJ. AT TEST REJ. FOR:

SEQUENCE NO.:
22.8V. do do

5083 1.8V (R) 15 (2250C BV
1120 Hrs. Tot)

5084 *26.5V (S) m 11	 (175
0
 C BV

@ 50uA 800 Hrs. Tot)

5096 3.OV (R) co 15 (2250C I 
1120 Hrs. Tot)

* Internally probed - interna lead was open.

There is significant electrical leakage across the glass-to-metal seals on SIN 5083 and 5084.

INTERNAL VISUAL INSPECTION

SIN 5083 has a detached internal lead and die.

C SIN 5084 has a detached internal lead (see Figure A-1).

I

I

SIN 5096 has a detached internal lead.

*h FE trace present. Cannot meet stated test conditions. 	 (Leaky)
**h FE trace very leaky.

D=drift H=hysteresis Inv=inversion R=resistive S=soft Uns=unstable

27
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ON - JANTX1N3031B

FAILURE ANALYSIS

(TEMPERATURE STRESS I)

Date	 27 November 1978

j/N. 	 2CN242-35^ __.P/N	 1N3031B	 MFR MOTOROLA

I.
End points:	 End point:

PIV I	 @ VF @ INITIAL INITIAL
S/N -volts- R REJ. AT TEST REJ. FOR:

1 8.5mA 22.8V.dc _dc SEQUENCE NO.:

15136 0.3V (R) m 17 (250oC BV
1280 Hrs. Tot)

1 5140 0.3V (R) co 19 (275oC
I 

1440 Hrs. Tot)

5142 0.3V (R) 00 17 (250oC BV
1280 Hrs. Tot)

1j

INTERNAL VISUAL INSPECTION

S/N 5036 has a short across the die outer margin (see Figure A-2).

S/N 5140 has metal flow from the top of the die to the contact disc (see Figure A-3).

S/N 5042 has a detached internal wire where it contacts the top of the die. 	 The
metal has flowed upwards along the wire.

*h FE trace present. Cannot meet stated test conditions.	 (Leaky)
**h FE trace very leaky.

- - - - - - - - - - - - - - - - - - - - - - - - - - -- - - - - - - -
D=drift H=hysteresis Inv = inversion R=resistive S=soft Uns=unstable
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CONCLUSION

All the samples except Siemens SIN 5084 were

making electrical contact when received for

analysis. However, the internal bonding material

melted and flowed away from the dice on all the

Siemens samples and Motorola SIN 5142, causing

them to fall apart when delidded.

All the Siemens and Motorola devices failed

due to the melting of the bonding material at the

die connections caused by excessive temperatures.

The molten metal shorted out the silicon die on

two of the Motorola parts. The electrical test

results on the remaining parts suggests that the

long dwell time of the molten metal has caused it

to alloy with the silicon dice, thus shorting out

their junctions.

Serial numbers 5083 and 5084 of the Siemens

samples also had significant electrical leakage of

the glass in the glass-to-metal seal. These

samples exhibit resistances of 1.6 x 10 5 , and

6.7 x 10 7 ohms, respectively. The glass is

conductive when probed either internally or

externally, with the internal conductivity being

somewhat greater.
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FIGURE, A-1

SIN 5084, Typical Siemens Internal Appearance
Showing Detached Top Contact, 8X.

Vs

FTCURF A-2

SIN 5130, Motorola S;inipl p , 20X.

The arrow indicates a bmiding material short
which bridges the top and bottom die contacts.
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AIP ^^.

AAApAI

I

I

I

I

I

I

i

FIGURE, n-3

S/N 5140, Motorola Sample Indicating; Metal

Flow Shorting the Silicon Die, 31X.
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JANTX1N3031B

0

FAILURE ANALYSIS

w_L^	 t e ti___ 1n9^
rr —r	 ....)	 . ^ ^	 1

J/	 2CN242-35C	 P/N	 1N3031B	 MFR SIEMENS

Limit:
28.5-31.5	 150PA Max.

PIV I 	 @ VF @ INITIAL INITIAL
SIN -volts- REJ. AT TEST REJ. FOR:

22.8V do _ do SEQUENCE NO.:

5107 -open- 08 (2250C BV

28.8 1201jA (internally probed)

5108 -open- 08 (2500C CAT

27.8 <0.2pA (internally probed)

INTERNAL VISUAL INSPECTION

S/N 5107 has a detached internal lead. 	 About one-third of the nickel plating is missing

from the die (see Figure B-1).

CONCLUSIONS

S/N 5107 failed due to exposure to temperatures above the melting point of the bonding

material, which resulted in disconnection of the lead.

S/N 5108 exhibited an electrical open as received, but makes good contact when connection
is made through the internal lead wire. 	 This indicates that the open was between the

internal wire and the external lead.

*h FE trace present. Cannot meet stated test conditions.	 (Leaky)
**h FE trace very leaky.

D=drift H=hysteresis Inv=inversion R=resistive S=soft Uns=unstable
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Flc,HRE" B-1

S/N 5107, Sienicnti Device, 10X.
Arrow-, indicate 5i1 icon die with imrt ial nickel

peeling and detached internal lead wire. 	
. n
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